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DISCLAIMER

This document was prepared as an account of work sponsored by an agency of
the United States Government.  Neither the United States Government nor the
University of California nor any of their employees, makes any warranty, express
or implied, or assumes any legal liability or responsibility for the accuracy,
completeness, or usefulness of any information, apparatus, product, or process
disclosed, or represents that its use would not infringe privately owned rights.
Reference herein to any specific commercial product, process, or service by trade
name, trademark, manufacturer, or otherwise, does not necessarily constitute or
imply its endorsement, recommendation, or favoring by the United States
Government or the University of California.  The views and opinions of authors
expressed herein do not necessarily state or reflect those of the United States
Government or the University of California, and shall not be used for advertising
or product endorsement purposes.
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ABSTRACT

Leach rates for
237

Np and
239

Pu are investigated with a sing”le-
pass leaching system. The factorial experimental design uses sever-
al combinations of solution composition and flow rate; and two
temperatures, 25C and 75C. The 25c results are compared with those
from a modified IAEA procedure. At 25C, leach rates decrease with
time. Agreement between results from the single-pass and modified
IAEA methods is fair with WIPP brine leachant , good with NaHCO ,
and good with distilled H20. 3Leach rates are approximately in e-
pendent of flow rates at room temperat re,

Y37
but increase with flow

rates at high temperature. Rates for Np increase with tempera-
ture, but those for 239Pu either decrease or do not change with
temperature.

INTRODUCTION

This investigation is part of the Waste Isolation Safety
Assessment Program (WISAP) conducted by PNL for the Department of
Energy. One of the important goals of the WISA program is to be
able to calculate the rate of migration of radionuclides in geologic
formations surrounding repositories.

●--

*
“Work performed under the auspices of the U.S. Department of
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The present study has the following objectives in support of
that goal:

●
● To provide information for the source term in the migra-

tion rate calculations. This includes measuring the

effect of solution composition, flow rate, temperature,
4 and time on the leach rate of simulated M,gh level

reactor waste glass.

● To compare results obtained from a dynamic one-pass
leaching method developed at LLL with those from the
static IAEA method use-d at PNL.

This interim report includes results to 120 days; a final report
will be issued with PNL after the conclusion of the study.

EXPERIMENTAL WORK

As shoti in Figure 1, LLL uses a statistically designed fac-
torial experiment with unequal replication.l Leach rate is the
dependent variable; and solution composition, flow rate, tempera-
ture, and time are the independent variables. The total time of
the study is 420 days; each experiment is sampled at 11 times

during this interval. The PNL experimental design is a modifica-
tion of the IAEA method2 in which monthly sampling continues
indefinitely and experiments are triply replicated. Both PNL and

LLL use ~he same waste form, leaching solutions, and low tempera-
ture (25 C) so that the low temperature results can be compared
directly. The PNL simulated reactor waste is a sodium zinc boro-

silicate glass (WFP76-68) in the form of hemispherical beads about
8 mm in diameter. The composition is like that of fully radio-
active waste, except for the substitution of non-radioactive fission
products. The radionuclides are:
238U ~ (4 z ~,o) 237 239

38 “ ? NP02 (0.46 w/o), and Pu02 (0.046 W/O).

The leachantsolutionsare distilledH O, 0.03~NaHC03,and synthe-
tic WIPP brine. $The final(4.20-day)e fluentsamplewas collected
in June. We are continuingwith radiochemicaland chemicalanalysis
of the samples,data reductionand interpretation,and post-run
examinationof the samplecellsand beads.

The resultswill be analyzedstatisticallyby fittingthe leach
rate (R) as a functionof time (t) to the model:

(1)

@
● where the

rate, and
parameters a, 6, y are functions of the temperature, flow
solution composition; and the error term is 6. The effect

2
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Fig. 1. Experimental Design, One-pass Leaching Study
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of the experimental variables on the model parameters will then be
explored using statistical analysis of variance methods.

RESULTS

Preliminary results are presented here without statistical
analysis. For the first 120 days, R vs. t is shown in Figs. 2-7.
In the figures, the full lines correspond to 25C, the dashed lines
to 75C, and F, M, S to fast (300cm3/d), medium,(43cm3/d), and slow

(10cm3/d) flow rates, respectively. Blank results are labeled B.

PNL results are shown as filled circles.

Leach rates vary from 2X 10
237

‘4 to 2X 10-7g/(cm2.d) ~~$ NP

(Figs. 2-4) and from 2 X 10-5 to 2 X 10-9g/(cm2.d for
~

Pu (Figs.
23 Np show little5-7) . At high temperature the leach rates for

dependence on time. The 239Pu leach rates decrease with tiine, but
in a very irregular fashion. Leach rates for both radionuclides
increase with flow rate for all solutions. High temperature leach

237Np, but lessrates are greater than those at room temperature or
than or equal to those”at room temperature for 523 Pu. These results

for 239Pu are surprising, and we therefore plan to look for 239PU

h various parts of the sample cells and effluent tubing in order

to determine where it is located.

At room temperature, leach rates are approximately independent

of flow rate; this will be checked for statistical significance
during variance analysis. Direct comparison of the results from

PNL and LLL at 25C shows that agreement is fair in WIPP brine
(Figs. 4 and 7), good in distilled H20 (Figs. 2 and 5), and good in
NaHCO (Figs. 3 and 6).

?
The PNL leach rates are consistently lower

than hose of LLL for 239Pu in WIPP brine (Fig. 7).

CONCLUSIONS

The following general trends can be seen in the results:

● Leach rates increase with flow rate at high temperature,
but are approximately independent of it at room tempera-
ture.

s Agreement between the results:from the one-pass method
and those from the IAEA method is fair in the case of
WIPP brine solution, and good in the case of the others. . .

● The 237Np leach rates increase with temperature, but the
Zsgpu leach rates either decrease with temperature, or

do not change.
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